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Popis zkousky Postup Povolené hodnoty Dokumentace Dodavatel Zakaznik ivatel Revize

1 PINION
PASTOREK
Chemical analysi

1.1 em!ca 'ana y’sw WN 044 WN 044 Analysis report Q R R
Chemicka analyza
Ultrasonic test 100%

1.2 - F. EN 10204 - 3.1 R
Ultrazvukovd zkouska 100% EN 102283 Class 4 /TF. 4 Q
Final heat treatment . .

1.3 o . - WN 044 Drawing / Vykres Temperature chart Q R R
Findlni tepelné zpracovani
Hardness test of the pinion after final heat treatment

1.4 the pinton R . WN 044 Drawing / Vykres Test report Q R R
Kontrola tvrdosti po findlnim tepelném zpracovani
Magnetic particle inspection of the teeth after grinding N

1.5 - L EN 10204 - 3.1 R
Elektromagneticka zkouska ozubeni na trhlinky po brouseni EN10228-1 Class 3 /TF. 3 a
Total runout (mechanical + electrical) API 613

1.6 R
Celkovy runout (mechanicky + elektricky) API613 Drawing / Vykres Measurement report Q

17 Dynam?c b'alanc'ivng ) API 613 API 613( Balancing machine Q R
Dynamické vyvaZeni Drawing / Vykres report

2 GEAR WHEEL
OZUBENE KOLO
Chemical analysi

2.1 em!ca 'ana y’sw WN 044 WN 044 Analysis report Q R R
Chemicka analyza
Ultrasonic test 100%

2.2 - F. EN 10204 - 3.1 R
Ultrazvukova zkouska 100% EN 10228-3 Class 4 /Tr. 4 Q
Final heat treatment . .

23 o . - WN 044 Drawing / Vykres Temperature chart Q R R
FindIni tepelné zpracovani
Hardness test of the wheel after final heat treatment

24 PR , - WN 044 Drawing / Vykres Test report Q R R
Kontrola tvrdosti po findlnim tepelném zpracovani

3 GEAR SHAFT
HRIDEL OZUBENEHO KOLA
Chemical analysi

3.1 em!ca 'ana y’sw WN 039 WN 039 Analysis report Q R R
Chemicka analyza
Hardness test of the shaft . .

3.2 Kontrola tvrdosti hiidele WN 044 Drawing / Vykres Test report Q R R
Ultrasonic test 100%

3.3 - F. EN 10204 - 3.1 R
Ultrazvukova zkouska 100% EN 10228-3 Class 4 /Tr. 4 Q
Total runout (mechanical + electrical) API 613

34 R
Celkovy runout (mechanicky + elektricky) API613 Drawing / Vykres Measurement report Q

4 HIFH SPEED SHAFT ASSEMBLY
SESTAVA RYCHLOBEZNE HRIDELE
Total runout (mechanical + electrical) API 613

41 R
Celkovy runout (mechanicky + elektricky) API613 Drawing/Vykres Measurement report Q
D ic balanci i i

42 ynam!c 'a ancllvng ) API 613 API 613( Balancing machine Q R
Dynamické vyvaZeni Drawing / Vykres report

5 LOW SPEED SHAFT ASSEMBLY
SESTAVA POMALUBEZNEHO HRIDELE
Magnetic particle inspection of the teeth after grinding .

5.1 - L EN 10204 - 3.1 R
Elektromagnetickd zkouska ozubeni na trhlinky po brouseni EN10228-1 Class 3 /TF. 3 a
D ic balanci i i

52 ynam!c 'a ancllvng ) API 613 API 613( Balancing machine Q R
Dynamické vyvaZeni Drawing / Vykres report

6 GEARBOX HOUSING
PREVODOVA SKRIiN

6.1 Capfll’aw'or Magnetic p-artllcle teft of wel.ds EN 3452-1 Cl?ss 2 EN 10204 - 3.1 Q R R
Kapildrni nebo magnetickd zkouska svar Trida 2
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7 BEARINGS
LOZISKA
71 Chemicalyanalylsis of the ct?mposition Materia! Fertifi?ate Materia! Fertifi?ate Analysis report Q R
Chemickd analyza kompozice Materialovy list Materialovy list
72 Test ?f coTpositioh adhesiqn - ultrasonic method Supplier standard Supplier standard Test report Q R
Zkouska pfilnavosti kompozice - ultrazvukem Standard dodav. Standard dodav.
8 GEARBOX
PREVODOVKA
Gear backlash inspection
. i Y M i t R
8.1 Kontrola boni ville ozubeni PI278 Drawing / Vykres easuring repor
Bearing clearance inspection
. i Y M i t R
8.2 Kontrola logiskové viile P1278 Drawing / Vykres easuring repor
Teeth tact i ti i
83 eeth contacf |lnspec |o/n PI278 Drawing / Vykres Inépvectlon report, R
Kontrola sezeni ozubeni digital photogr.
Dimensional check of the connecting dimensions
8.4 ' M ! ) - . né i g : Drawing / Vykres Drawing / Vykres Measuring report R
Rozmérova kontrola pfipojovacich rozméra
9 TESTING
ZKOUSENI
Testing acc. to Wikov standard Testing procedure Testing procedure .
9.1 e . . . Testing report R
Zkouseni dle standardu Wikov Testovaci procedura | Testovaci procedura ng rep
10 FINAL INSPECTION
KONECNA KONTROLA
Declaration of conformity
. EN ISO/IEC 17050-1 - R
101 Prohlaseni o shodé s objednavkou / 2006/42/EC
102 Declall'?tioln of incorporraltionl of plartly comf)letedv’mac'hinery EN ISO/IEC 17050-1 2006/42/EC . R
Prohlaseni o zabudovani neupliného strojniho zafizeni
Painting check
10.3 inting . Wikov standard C3 Wikov standard C3 Report Q R
Kontrola natéru
INSTRUMENTS
12 CIDLA
121 Datasheet vyrobce Cidel Supplier standard Supplier standard Q R
i Sensor manufacturer datasheet Standard dodav. Standard dodav.
OIL PUMP
11 ‘%
OLEJOVE CERPADLO
Performance test Supplier standard Supplier standard
112 Provozni zkouska Standard dodav. Standard dodav. Test report a
13 ROTOR TURNING DEVICE (RTD)
NATACECI ZARIZENI
Type test of the motor Supplier standard IEC|  Supplier standard
131 Typovy test motoru 60034 Standard dodav. Type test report a




